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Crown N, <LI~> 
Ether beads (A2) 

24-C-8 12 13.5 8.03 
30-C-10 15 18.5 12.2 
42-C-14 21 27.7 18.3 
60-C-21 30 41.1 27.0 

<L:> <L:> <L;>I<LI2> < L ~ ~ > I < L ~ ~ >  optimum size of macro- 
crown ether for threading, 

4.42 1.02 0.55 0.13 
5.10 1.30 0.42 0.1 1 we first investigated the 
7.11 2.27 0.39 0.12 size and shape of simple 

10.4 3.70 0.39 0.14 crown ethers in the melt at 

in the melt as 
a function of the size of the rings (Nc) for a system consisting of 25% 
cycles using a 21-bead linear PEO chain (iV, = 21). Figure la  shows that 
the extent of threading in the melt increases with increasing ring size, but 
is negligible ( 4 % )  for rings with less than 30 atoms; the increase is 
much slower above 42-C-14, and the 60-crown-21 rings have the 
disadvantage that they undergo a significant amount of multiple threading 
events involving 2 to 3 linear chains.' Since 42-C-14 is approximately 
the optimum ring size for maximum spontaneous threading with 
inconsequential multiple threading, we concentrated both our synthetic 
and simulation studies on this ring size. Figure lb presents the extent of 
threading of 42-C-14 with CH3(OCH2CH2)130CH3 as a function of the 
mass fraction of the cyclic molecules (Xc). Although the average number 
of threading events is obviously maximized (1.73,4.3%) when the system 
consists of 50% rings and 50% linear chains (not shown), Figure l b  

Scheme 1. Determination of 
Threading: (a) define local 
planes; (b) find the center of a 
local plane; (c) determine 
threading. 
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I 
demonstrates that the percentage of rings threaded increases with ,m __I __ -_ 

decreasing concentration of those rings, with approximately 9% of rings 
threaded at high dilution of the cyclic component. 
also elucidated the location of 42-C-14 along the CH3(OCH2CH2)130CH3 
linear chain in a system with X, = 0.5. Although the cycle was twice as 
likely to be located at the end of the chain compared to the interior, it had 
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equal probability of being located at any of the other interior locations, h,,, 

E tal j I'% 

i which demonstrates that the macrocrown ether is free to move along the $ ,*, 
; '91. 

macrocrown ether. While both types of motion occur, simulations e p -!- - - -  __ - 1 1  

is slithering of the linear chain through the macrocycle, rather than Figure 1. Percentage of cyclic 
shuttling of the macrocycle along the chain.5 molecules threaded as a 

function of (a) ring size N, with Since our threading approach uses a solvent that selectively x, = o.25 and N, = 21, and (b) 
solvates the tail of the amphiphilic macrocrown ethers, we next simulated the mss  fraction of cycles (x,) 

N 
Table 2. Mean-Square Radius of Gyration = 21 beads) is affected by diluting the melt with solvent, and 
(<Ri>) of an Equal Number of by the solvent quality.6 The attractive pair-wise interactions of 

our good solvent bead and the polymer bead were three times CH3(0CH2CH2)130CH3 and 42-crown-14 
at 373 K. 

stronger than those of two polymer beads in the melt, those of 

( ~ 2 )  
the poor solvent were one tenth weaker, and those of the theta 
solvent were equal. Table 2 summarizes the resulting <Rp'> 

fraction Solvent 
solvent 

28 values of CH3(OCH2CH2)130CH3 and 42-C-14 in the three 0.00 None 47 
0.75 Good 60 33 

47 27 solvents and in the melt. The simulations were consistent with 0.75 0 
0.75 Poor 39 25 established physical properties: <Rp'>nng = 0.5<Rp'>,,,,,; 

the 

' 1 ,  
\ H 

? E a  

linear PEO chain, or that the linear PEO chain is free to move through the 

suggest that the dominant mode in a laboratory-based coordinate system 

3,. 

I ., 0.. e.' 1* , 
x. 

how the extent of threading 42-C-14 with CH3(OCH2CH2)130CH3 (Nc = with N, = NI = 21 

Volume (RgZhmear (Rg2)nng 
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Scheme 2. Synthesis of "3,4-(42-crown-l4)benzyl dodecyl ether" 

radii in the melt were approximately equal to those under theta 
conditions; and the radii increased with increasing solvent 
quality. Figure 2a presents the extent of threading of 42-C-14 
with CH3(OCH2CH2)130CH3 as a function of solvent content 
for systems with an equal number of rings and threads. 

(MC- 12). 

0 XI Jo d 10 
penairage solvent 

Figure 2. (a) Average number of 42- 
crown-14 cycles threaded with 
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Compared to the melt (1.73 threading events = 4.33% of the C H ~ ( ~ C H ~ C H ~ ) I ~ ~ C H ~ ,  and (b) the 
average number of threadings per ring, both rings threaded), the number of threading events decreases with as a function of solvent dilution. 

dilution since there are fewer rings present. Although the ring dimensions increase as the solvent quality 
increases, the extent of threading decreases. This indicates that threading is favored by aggregation in a 
poor solvent, which supports our amphiphilic threading approach. Figure 2b plots the corresponding 
number of threadings per ring, and demonstrates that the percentage of rings threaded are lower in the 
theta and good solvents than in the melt. Given the large error of the data in the poor solvent, we can 
only conclude that the percentage of rings threaded in the poor solvent are at least comparable to that in 
the melt, if not better, although these values are never greater than 10% threading. 

Although we previously synthesized the amphiphilic analog of 42-C-14 (MC-12) in relatively 
high yield by the route shown Scheme 2,' it produced not only the distribution of ring sizes 
corresponding to "monodisperse" PEG600 (600 Da), but also -17% of the cyclic dimer after 
purification. We therefore repeated this synthesis and confirmed that the product of each step was pure 
by MALDI-ToF MS, in collaboration with Prof. Chrys Wesdimiotis, before proceeding to the next step.' 
The most important step in the synthesis is the macrocyclization of PEG600-bismesylate9 with 3,4- 
dihydroxybenzaldehyde under pseudo-high dilution conditions" in the presence of multiple potassium 
template ions." According to MALDI-ToF MS, the crude product contained linear oligomers and cyclic 
dimer and timer, in addition to the desired 3,4-(42-crown-l4)benzaldehyde (MC-CHO). The cyclic 
oligomers were isolated from the linear oligomers by column chromatography using silica gel as the 

stationary phase and collecting the first fraction eluted 
with methanol/CHC13 (5:4). The unimeric MC-CHO 
was isolated from the cyclic mixture by soxhlet 
extraction of the oils supported on a minimum amount of 
silica using hexanes, with the cyclic unimer extracted 
first. The remaining steps proceeded as outlined in 
Scheme 2. 

As demonstrated by X-ray diffkaction and 
Scheme 3. Threading sirnulatins using modified polarized optical microscopy, MC-12 organizes into a 
beads that have attractive interactions with a lyotropic lamellar (La) mesophase in hydrocarbon surface. 

CH~(OCH~CH~)I~OCH~ at 373 K in a Confined order to mimic this lamellar structure in simulations and 

- Tm s 
Table 3. Threading of 42-C-14 with solvents if small amounts of water are added.7,'2"3 In 

determine its effect on threading, we added periodic 
Box Sue  Average Threading % Rings 
(#sites) Threading vs.Melt Threaded boundary conditions to represent a solid surface and 

20X20x20 1.43 0.83 3.6 modified two consecutive beads per 42-C-14 ring to be 

Geometry. 

2 4 x 2 4 ~  14 2.50 1.45 6.2 attractive to that surface (Scheme 2).14 Table 3 
7*2 27x27~11 2.91 1.68 

34X34X7 3.73 2.16 9.3 
summarizes the results of threading 42-C-14 with 

with 
CH3(OCH2CH2)130CH3 in an equimolar mixture of the two as a function of the box size (number of 
lattice sites); the z-direction represents the distance between the two solid surfaces, with seven lattice 
sites corresponding to 13.5 A2, or slightly more than twice the R, of the rings. The extent of threading 
more than doubled from that of the purely statistical threading in the melt if the distance between the 
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two surfaces was approximately equal to the size of the rings; nevertheless, this still corresponds to only 
about 9% threading of the rings, which is consistent with our synthetic threading results.' 

One of the most conclusive methods for positively identifying a threaded structure is 
characterization of a high molecular weight compound whose molecular weight and chemical 
composi- 
tion correspond to the sum of a combination of the cyclic and linear 
components. Our previous threading experiment attempted to 
characterize the product(s) of threading MC-12 with PEG3350- 
bisamine (3350 Da) in an organized solution by MALDI-FT MS, but 
the results were inconclu~ive;~ i.e. a high molecular weight 
compound was apparently present, but its molecular weight was too 
high to accurately identify. We therefore used pure MC-12 to 
synthesize a rotaxane composed of one MC-12 ring threaded with 
one end-capped poly(tetrahydr0furan) (PTHF, 350 Da) oligomer by 
equilibrating half an equivalent of the thread with an organized 
solution of MC-12, and end-capping the threads with excess 
azlactone (Scheme 4).' Although the resulting rotaxane is not 
formally a hornorotaxane, both components are aliphatic polyethers, 
and the use of a PTHF thread instead of PEO enabled differentiation 
of the molecular weight distributions of the ring and the thread in 
the 

I 
Scheme 4. Threading of an 
organized solution of MC-12 ring 
with bis(3-aminopropyl)-terminated 
poly(tetrahydrofuran)3 50. 

mass spectra of the rotaxane (in collaboration with Prof. Chrys Wesdimiotis), and thereby enabled 
positive identification of the rotaxane. The expanded rotaxane region of the MALDI-ToF MS spectrum 
in Figure 3 shows five molecular weight distributions, with the components present in the highest 
concentrations separated by 72.1 Da, which is the molecular weight of one THF repeat unit. The five 
distributions therefore correspond to PTHF with 1-5 repeat units. The components within each of these 
five distributions are separated by 44.0 Da, which is the molecular weight of one EO repeat unit, with 
the 10-mer present in the highest concentration. The mass corresponds to one MC-12 ring threaded with 
one end-capped PTHF molecule plus sodium. However, the full spectra showed a low abundance of the 
rotaxane ions, and high abundances of unthreaded MC-12 and end-capped thread ions in the product 
isolated from the threading experiment. (Analysis by GPC was inconclusive because both the rotaxane 
and a one-to-one complex elute at the same retention volume.) MALDI-ToF and electrospray ionization 
quadrupole ion trap MS analyses of the rotaxane sample and mixtures of MC-12 and end-capped thread, 
including studies using varying laser intensities, comparisons of linear and reflectron analysis modes of 



6 
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Figure 3. h4ALDI-ToF MS of the rotaxane from 
Scheme 6; mass = 1390.82 + (72.11)m + 290.44 + 
(44.05)n + 22.99; m THF repeat units, n EO repeat 
units, dithranol as matrix, CF3C02Na+ salt, reflectron 
mode. 

the ToF MS, and analysis of the rotaxane by the 
post source decay method demonstrated that the 
rotaxane does not fragment during the MALDI- 
ToF MS analysis, although the rotaxane ionizes 
less efficiently than either of its two components 
(C. Wesdimiotis). We found that the rotaxane 
eluted separately from its cyclic and linear 
components by HPLC using silica columns and an 
eluant of THF with 0.3 wt% Aliquat 336 at 35 "C. 
The composition of the mixture qualitatively 
agreed with the MALDI-ToF mass spectrum, with 
66 wt% end-capped thread, 23 wt% MC-12, and 
11 wt% rotaxane. This yield is not sufficient to 
generate threaded structures in adequate quantities 

to enable extensive characterization of the properties of (po1y)rotaxanes. Therefore, we propose using 
columnar organization of the amphiphilic macrocycles to generate threaded structures; i.e. the MC-12 
rings are evidently not optimally aligned within the La lyotropic lamellar mesophase, but should be 
aligned most effectively if they form a tube in a lyotropic columnar mesophase. 
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